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DC

DC END MILL SERIES

DIAMOND COATED END MILLS

FOR HARD BRITTLE MATERIALS

LONG RELIABLE TOOL LIFE FOR STABLE MACHINING

Direction of chip discharge

DC2SB

IDEAL EDGE GEOMETRY -
COMBINING SHARPNESS AND
HIGH EDGE STRENGTH

Straight flute rake angle has improved sharpness.
As a result chips are discharged upwards and
outwards, restricting sudden damage near the centre.

NEWLY DEVELOPED
DIAMOND COATING

Uniquely developed coating.

New technologies improves both adhesion

and structure.

The significant increase in wear resistance achieved
provides long and reliable tool life when machining
hard, brittle materials such as

carbide and aluminum.

DC2XLB

DC ball end mill for carbide and other hard brittle
materials milling.

@Il &M

DC long neck ball end mill for carbide and other hard
brittle materials milling.

@Il &M



APPLICATION EXAMPLES

DC

Double tool life compared with conventional products

Material Ultra micro-particle carbide / HRA91.0
Tool DC2SBR0100
n (min') 30.000
Ve (m/min) 82
f (mm/min) 300
fz (mm/t.) 0.005
ap (mm) 0.1
ae (mm) 0.3
Cutting Mode Dry
Machine HSK-E25
+80%
0 10 20 30 40 50
Cutting Length (m)
Material Ultra micro-particle carbide / HRA91.0
Tool DC2SBR0300
n (min~") 20.000
Ve [m/min) 135
f (mm/min) 200
fz (mm/t.) 0.005
ap (mm) 0.2
ae (mm) 0.4
Cutting Mode Dry
Machine MC (RS20)
0 10 20 30 40 50

Cutting Length (m)

Cutting edge wear

DC2SB

After 26 m machining

Conventional A

After 26 m machining

Conventional B

After 23 m machining

Cutting edge wear

DC2sB

After 40 m machining

Conventional

After 34 m machining




CASE STUDY

DC

CARBIDE MOULD
Model size 24 x21.6 x5 mm
c Material CIS VM-20 (92 HRA)
€ Tool DC2SB
Lo . .
§ Cutting mode Air blow
5 Machine MC (RS20)
e
a
[
a
Cutting time : 219 min Tools used : 4
Process size n Vi ap ae Finishing Cutting time Number
allowance h:m:s of tools
Rough cutting R2 24.000 240 0.2 0.4 0.1 2:12:24 2
Medium cutting R1 30.000 300 0.1 0.3 0.05 0:49:20 1
Finish cutting R1 30.000 300 0.1 0.1 0 0:37:30 1
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DC25B L

BALL NOSE, SHORT CUT LENGTH, 2 FLUTE,
FOR HARD BRITTLE MATERIALS
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e DC ball nose end mill for carbide and other hard brittle materials.
Order number Stock DC RE APMX LF DCON ZEFP Type
DC2SBR0010 [ J 0.2 0.1 0.12 50 4 2 1
DC2SBR0020 [ J 0.4 0.2 0.24 50 4 2 1
DC2SBR0030 [ J 0.6 0.3 0.42 50 4 2 1
DC2SBR0040 [ J 0.8 0.4 0.56 50 4 2 1
DC2SBR0050 [ 1 0.5 0.7 50 4 2 1
DC2SBR0075 [ 1.5 0.75 1 50 4 2 1
DC2SBR0100 [ ) 2 1 1.4 50 4 2 1
DC2SBR0150 [ J 3 1.5 2.1 60 6 2 1
DC2SBR0200 [ J 4 2 2.8 60 6 2 1
DC2SBR0250 [ J 5 2.5 3.5 60 [ 2 1
DC2SBR0300 [ J [ 3 4.2 60 [ 2 2
N
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@ : Inventory maintained. % : Inventory maintained in Japan.
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RECOMMENDED CUTTING CONDITIONS

Material DC RE n Vf ap ae
0.2 0.1 30.000 100 0.01 0.01
0.4 0.2 30.000 150 0.02 0.08
0.6 0.3 30.000 200 0.03 0.14
0.8 0.4 30.000 250 0.04 0.19
1 0.5 30.000 300 0.05 0.25
Carbide 15 0.75 30.000 300 0.075 0.275
2 1 30.000 300 0.1 0.3
3 15 27.500 275 0.125 0.33
4 2 24.000 240 0.15 0.35
5 2.5 22.000 220 0.175 0.37
6 3 20.000 200 0.2 0.4
0.2 0.1 30.000 100 0.01 0.01
0.4 0.2 30.000 150 0.02 0.08
0.6 0.3 30.000 200 0.03 0.14
0.8 0.4 30.000 250 0.04 0.19
1 0.5 30.000 300 0.05 0.25
Alumina-Zirconia 1.5 0.75 30.000 300 0.075 0.275
2 1 30.000 300 0.1 0.3
3 15 27.500 275 0.125 0.33
4 2 24.000 240 0.15 0.35
5 2.5 22.000 220 0.175 0.37
6 3 20.000 200 0.2 0.4
0.2 0.1 30.000 50 0.005 0.005
0.4 0.2 30.000 75 0.01 0.04
0.6 03 30.000 100 0.015 0.07
0.8 0.4 30.000 125 0.02 0.095
N , 1 0.5 30.000 150 0.025 0.125
g:ﬂ‘éz: Ei?(;‘ie 15 0.75 30.000 150 0.038 0.138
2 1 30.000 150 0.05 0.15
3 15 27.500 138 0.063 0.165
4 2 24.000 120 0.075 0.175
5 25 22.000 110 0.088 0.185
6 3 20.000 100 0.1 0.2
0.2 0.1 30.000 150 0.015 0.015
0.4 0.2 30.000 225 0.03 0.12
0.6 0.3 30.000 300 0.045 0.21
0.8 0.4 30.000 375 0.06 0.285
1 0.5 30.000 450 0.075 0.375
Quartz glass 15 0.75 30.000 450 0.113 0.413
2 1 30.000 450 0.15 0.45
3 15 27.500 413 0.188 0.495
4 2 24.000 360 0.225 0.525
5 2.5 22.000 330 0.263 0.555
6 3 20.000 300 0.3 0.6

ae

%ap

1. The carbide material in the cutting conditions table above is based on CIS standard VM-40(90HRA).

2. Air blow or dry processing is recommended for milling carbide material. Note: Using coolant or oil mist may decrease tool longevity.

3. The use of a water soluble cutting oil is recommended with the processing of hard brittle materials other than the carbide mentioned in the
above table. Be sure to remove any chip discharge that adheres to the tool.

4. Cutting conditions may need adjusting depending on the type of material.

5. If the rigidity of the machine or work clamping is low, or chattering or noise is generated, reduce the feed and speed proportionately.

6. Implementation of special countermeasures is recommended since fine chip discharge may penetrate the machine tool mechanism.



DC

DC2XLB

BALL NOSE, SHORT CUT LENGTH, 2 FLUTE,

LONG NECK, FOR HARD BRITTLE MATERIALS
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¢ DC long neck ball nose end mill for carbide and other hard brittle materials.
Order number Stock DC RE APMX LF LU DN DCON  ZEFP  Type
DC2XLBRO010NOO5 * 0.2 0.1 0.12 50 0.5 0.18 4 2
DC2XLBR0020NO010 [ ] 0.4 0.2 0.24 50 1 0.36 4 2
DC2XLBR0O0O30ONO15 * 0.6 0.3 0.36 50 1.5 0.56 4 2
DC2XLBR0040N020 * 0.8 0.4 0.48 50 2 0.76 4 2
DC2XLBR0O050N025 [ ] 1 0.5 0.6 50 2.5 0.96 4 2
DC2XLBR0O050N050 * 1 0.5 0.6 50 5 0.96 4 2
DC2XLBR0O075N038 * 1.5 0.75 0.9 50 3.8 1.44 4 2
DC2XLBRO100N060 [ ] 2 1 1.2 50 6 1.94 4 2
DC2XLBR0O100N100 * 2 1 1.2 50 10 1.94 4 2
DC2XLBR0O150N080 * 3 1.5 1.8 60 8 2.9 6 2
DC2XLBR0200N100 * 4 2 2.4 60 10 3.9 6 2
DC2XLBR0250N 100 * 5 2.5 8 60 10 4.9 6 2
DC2XLBRO300N100 * 6 3 3.6 60 10 5.85 6 2
Ny
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@ : Inventory maintained. % : Inventory maintained in Japan.




RECOMMENDED CUTTING CONDITIONS

DC

Material DC RE LU n Vf ap ae
0.2 0.1 0.5 30.000 30 0.005 0.01
0.4 0.2 1 30.000 100 0.015 0.08
0.6 0.3 1.5 30.000 200 0.03 0.14
0.8 0.4 2 30.000 250 0.04 0.19
1 0.5 2.5 30.000 300 0.05 0.25
1 0.5 5 30.000 300 0.05 0.25
Carbide 1.5 0.75 3.8 30.000 300 0.075 0.275
2 1 6 30.000 300 0.1 0.3
2 1 10 30.000 300 0.1 0.3
3 1.5 8 27.500 275 0.125 0.33
4 2 10 24.000 240 0.15 0.35
5 2.5 10 22.000 220 0.175 0.37
6 & 10 20.000 200 0.2 0.4
0.2 0.1 0.5 30.000 30 0.005 0.01
0.4 0.2 1 30.000 100 0.015 0.08
0.6 0.3 1.5 30.000 200 0.03 0.14
0.8 0.4 2 30.000 250 0.04 0.19
1 0.5 2.5 30.000 300 0.05 0.25
1 0.5 5 30.000 300 0.05 0.25
Alumina-Zirconia 1.5 0.75 3.8 30.000 300 0.075 0.275
2 1 b 30.000 300 0.1 0.3
2 1 10 30.000 300 0.1 0.3
8 1.5 8 27.500 275 0.125 0.33
4 2 10 24.000 240 0.15 0.35
5 2.5 10 22.000 220 0.175 0.37
6 3 10 20.000 200 0.2 0.4
0.2 0.1 0.5 30.000 15 0.003 0.005
0.4 0.2 1 30.000 50 0.008 0.04
0.6 0.3 1.5 30.000 100 0.015 0.07
0.8 0.4 2 30.000 125 0.02 0.095
1 0.5 2.5 30.000 150 0.025 0.125
Silicon carbide 1 0.5 5 30.000 150 0.025 0.125
Silicon nitride 1.5 0.75 3.8 30.000 150 0.038 0.138
2 1 6 30.000 150 0.05 0.15
2 1 10 30.000 150 0.05 0.15
3 1.5 8 27.500 138 0.063 0.165
4 2 10 24.000 120 0.075 0.175
5 2.5 10 22.000 110 0.088 0.185
6 3 10 20.000 100 0.1 0.2
0.2 0.1 0.5 30.000 45 0.008 0.015
0.4 0.2 1 30.000 150 0.023 0.12
0.6 0.3 1.5 30.000 300 0.045 0.21
0.8 0.4 2 30.000 375 0.06 0.285
1 0.5 2.5 30.000 450 0.075 0.375
1 0.5 5 30.000 450 0.075 0.375
Quartz glass 1.5 0.75 3.8 30.000 450 0.113 0.413
2 1 6 30.000 450 0.15 0.45
2 1 10 30.000 450 0.15 0.45
3 1.5 8 27.500 413 0.188 0.495
4 2 10 24.000 360 0.225 0.525
5 2.5 10 22.000 330 0.263 0.555
6 3 10 20.000 300 0.3 0.6

ae

1. The carbide material in the cutting conditions table above is based on CIS standard VM-40(90HRA).
2. Air blow or dry processing is recommended for milling carbide material. Note: Using coolant or oil mist may decrease tool longevity.

3. The use of a water soluble cutting oil is recommended with the processing of hard brittle materials other than the carbide mentioned in the

above table. Be sure to remove any chip discharge that adheres to the tool.
4. Cutting conditions may need adjusting depending on the type of material.
5. If the rigidity of the machine or work clamping is low, or chattering or noise is generated, reduce the feed and speed proportionately.
6. Implementation of special countermeasures is recommended since fine chip discharge may penetrate the machine tool mechanism.
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EUROPEAN SALES COMPANIES

GERMANY

MITSUBISHI MATERIALS TOOLS EUROPE GMBH
Comeniusstr. 2 . 40670 Meerbusch

Phone +49 2159 91890 . Fax +49 2159 918966
Email admin@mmchg.de

UK Office

MMC HARDMETAL UK LTD

1 Centurion Court, Centurion Way
Tamworth, B77 5PN

Phone +44 1827 312312

Email sales@mitsubishicarbide.co.uk

UK Deliveries/Returns
Unit 4 B5K Business Park, Quartz Close
Tamworth, B77 4GR

SPAIN

MITSUBISHI MATERIALS ESPANA, S.A.

Calle Emperador 2 . 46136 Museros/Valencia
Phone +34 96 1441711

Email comercial@mmevalencia.es

FRANCE

MMC METAL FRANCE S.A.R.L.

6, Rue Jacques Monod . 91400 Orsay

Phone +33169355353 . Fax+33 169355350
Email mmfsales@mmc-metal-france.fr

POLAND

MMC HARDMETAL POLAND SP. Z 0.0

Al. Armii Krajowej 61 . 50-541 Wroclaw

Phone  +48 713351620 . Fax +48 71335 1621
Email sales@mitsubishicarbide.com.pl

ITALY

MMC ITALIA S.R.L.

Viale Certosa 144 . 20156 Milano

Phone +39 0293 77031 . Fax +39 0293 589093
Email info@mmc-italia.it

TURKEY

MITSUBISHI MATERIALS TOOLS EUROPE GMBH ALMANYA iZMIiR MERKEZ SUBESI
Adalet Mahallesi Anadolu Caddesi No: 41-1 . 15001 35530 Bayrakli/izmir

Phone  +90 2325015000 . Fax +90 232 5015007

Email info@mmchg.com.tr

www.mmc-carbide.com
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